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Dimenslons not labeled are In mlliimeters.

Lap longltudinal relnforcement not less
than 325 mm.

Lap transverse reinforcement not less
than 225 mm.

Eliminate all longitudinal and transverse
reinforcing steel, wire, or bars where
plain portland cement concrete pavement
or base Is required.

Provide the same type of dowel assemblies
and tie bars for joints in plain portland
cement concrete pavement as shown for
Joints In relnforced pavement.

Space transverse expanslon Jolnts at a
minimum of 90 meters.

Space transverse contractlon Jolnts for
reinforced concrete pavement at not
more than 12 meter Intervals and for
plain concrete pavement or base at not
more than & meter intervals.

See Standard W501-2 for Joint Detalls
and Joint Sealing Detalls.
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